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I NSPECTI ON CERTI FI CATE acc to Processkontroll Itens AB
EN 10 204 3.1 Box 2088 )

444 02 STORA HO®A

SWEDEN
| NSPECTI ON STAMP
QA- TUBE
Cust oner Ref erences Sandvi k Ref er ences

Cust omrer Order No. Subs No. ABSMI Dispatch note
710753 or der 267395 513794 06566/ 54
2011-11-09 [|ABSMI' No. C. Code

300- 54499 46
003-00991 | TEMS
Mat erial description Steel/material Designations
SEAMLESS STAI NLESS COLD FI NI SHED Sandvi k SS
HYDRAULI C TUBI NG 3R60 2353
St eel maki ng process
El ectric furnace
rechni cal requirenents
SS 219713
Condition No -24
EXTENT OF DELT VERY

It Product designation Heat Lot Pi eces Kg M
01 THT-3R60-12-2 047728 96022 8 24.0 48. 00
12.00 X 2.00
Tot al 8 24.0 48. 00
KEY TO HEAT KEY TO LOT
Heat Code Heat No. Lot Code Lot No.
047728 527905 96022 357370
TEST RESULTS
Chem cal conposition (wei ght%
Heat C Si vh P S Cr Ni Mo
047728 0. 017 0.41 1.65 0. 033 0. 008 17. 26 13. 07 2.54
N

047728 0. 044

Tensil e test at

roomtenperature
Yield strength

Tensile strength El ongati on

MPa MPa MPa %
Lot Rp0.2 Rpl.0 Rm A
96022 269 302 597 59

273 306 602 57

Qual ity assurance -

Urik Rodling / QA-nanager Tube & Pipe
MIC Service / Certificates
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Foll owi ng control s/tests have been satisfactorily perforned:

- Flattening test.

- PM-test.

- Intergranular corrosion test acc. to EN | SG8651-2, Method A
- Leak test: Eddy current test acc to SS 114301/114305 El1

- Visual inspection and dinmensional control.

Heat Treat nment:
Sol ution anneal ed and quenched.

The nunber of tests are based on the size of the manufacturing | ot
before cutting to finished |engths.

The delivered products conply with the specifications and
requi rements of the order.

The material is manufactured according to a Quality system
approved and registered to |1 SO 9001.

The certificate is produced with EDP and valid w thout signature.

TEST RESULTS TRANSFERRED FROM CERTI FI CATE NO 00042359
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